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ABSTRACT: We present a computationally efficient and
predictive methodology for modeling the formation and
properties of electron and hole polarons in solids. Through a
nonempirical and self-consistent optimization of the fraction of
Hartree−Fock exchange (α) in a hybrid functional, we ensure the
generalized Koopmans’ condition is satisfied and self-interaction
error is minimized. The approach is applied to model polaron
formation in known stable and metastable phases of TiO2
including anatase, rutile, brookite, TiO2(H), TiO2(R), and
TiO2(B). Electron polarons are predicted to form in rutile, TiO2(H), and TiO2(R) (with trapping energies ranging from
−0.02 eV to −0.35 eV). In rutile the electron localizes on a single Ti ion, whereas in TiO2(H) and TiO2(R) the electron is
distributed across two neighboring Ti sites. Hole polarons are predicted to form in anatase, brookite, TiO2(H), TiO2(R), and
TiO2(B) (with trapping energies ranging from −0.16 eV to −0.52 eV). In anatase, brookite, and TiO2(B) holes localize on a
single O ion, whereas in TiO2(H) and TiO2(R) holes can also be distributed across two O sites. We find that the optimized α
has a degree of transferability across the phases, with α = 0.115 describing all phases well. We also note the approach yields
accurate band gaps, with anatase, rutile, and brookite within six percent of experimental values. We conclude our study with a
comparison of the alignment of polaron charge transition levels across the different phases. Since the approach we describe is
only two to three times more expensive than a standard density functional theory calculation, it is ideally suited to model charge
trapping at complex defects (such as surfaces and interfaces) in a range of materials relevant for technological applications but
previously inaccessible to predictive modeling.

1. INTRODUCTION
Charge trapping in semiconductors and insulators has wide-
spread interest in the fields of physics, chemistry, and materials
science and controls performance for important applications,
such as photocatalysis, superconductivity, tribocharging, mag-
netism, and microelectronics.1−7 The trapping of electrons or
holes may take place at pre-existing defects (such as vacancies or
impurities) or even in the perfect lattice in some materials (so-
called polaronic self-trapping).8−13 Predictively modeling these
effects is vital in order to provide a deeper theoretical
understanding and to guide materials optimization for
applications. Variants of Kohn−Sham density functional theory
(DFT)14,15 are often used to model charge trapping.9,13

Although DFT is exact in principle, practical calculations
require an approximation to the exchange-correlation (xc)
potential. The self-interaction error (SIE) which plagues many
xc-approximations, such as the local density approximation16 or
(semilocal) generalized gradient approximation,17,18 results in
the spurious delocalization of localized charges.19−24 Other
methods, such as DFT+U25 and hybrid DFT,26 aim to correct
this behavior; however, they introduce additional parameters
that are often fit to experimental data27 limiting its predictive
power. More sophisticated many-body methods that are in
principle predictive, such as Møller−Plesset perturbation theory
or the GW approximation, are extremely computationally
demanding, especially for modeling polaronic charge trapping

where full self-consistency for electrons and ions is essential. For
these reasons, finding an inexpensive, predictive, and trans-
ferable method to model charge trapping in materials is urgently
needed.
In this article, we use an inexpensive hybrid functional

approach28 utilizing the auxiliary density matrix method
(ADMM)29 to predictively model charge trapping in titanium
dioxide (TiO2).

30 The generalized Koopmans’ condition−a
known property of the exact functional−is used to parametrize
the proportion of Hartree−Fock exchange in the hybrid
functional (α), minimizing the effects of the SIE.31−34 This
leaves no parameters to be determined empirically allowing for a
predictive approach. As a strongly correlated system capable of
forming intrinsic polaronic defects, TiO2 is an excellent material
for testing this method. To illustrate the predictive capabilities of
this approach, we investigate the possibility of polaron formation
in a number of TiO2 phases yet to be thoroughly studied in the
literature. Alongside the well-known rutile and anatase phases,
we consider the naturally occurring brookite and synthetically
created TiO2(H),

35 TiO2(R),
36 and TiO2(B)

37 phases, all of
which are phases that are stable or metastable in ambient
conditions. Our findings suggest that SIE can be removed across
all TiO2 phases with a universal hybrid functional para-
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metrization. Furthermore, the use of Koopmans’ condition
yields predicted band gaps in excellent agreement with
experimental results. We find that small (Holstein) polaron
formation occurs in all phases of TiO2 considered. The results
for anatase and rutile are consistent with previous theoretical
work and experimental evidence. The formation of multisite
polarons is predicted in TiO2(H) and TiO2(R) due to the
unique bonding present between anions and cations in the
phases. These results suggest that hybrid functionals para-
metrized using Koopmans’ condition enable predictions to be
made with regards to intrinsic charge trapping. Furthermore,
due to efficient evaluation of Hartree−Fock exchange terms
permitted by the ADMMmethod the computational cost is only
two to three times the cost of a standard DFT calculation.
Therefore, the approach should find applications to model
charge trapping at complex defects such as surfaces and
interfaces relevant for technological applications but previously
inaccessible to predictive modeling.
The structure of this article is as follows.We first briefly review

previous experimental and theoretical work on polaronic charge
trapping in TiO2 and related materials in Section 2. Our
methodology together with technical details of the hybrid
functional implementation are described in Section 3. We then
present our predictions for polaron formation in all TiO2 phases
in Section 4 before discussing the factors which may influence
their accuracy and concluding.

2. BACKGROUND
It is known that the exact DFT functional should give a total
energy that is piecewise linear with respect to the fractional
number of electrons in a system31 and has a slope corresponding
to the frontier orbital eigenvalue (Figure 1).38,39 Approxima-

tions to xc such as the LDA and GGA display convex behavior
due to residual SIE and give rise to spurious delocalization of
charge.22−24 The Hartree−Fock (HF) approximation on the
other hand exhibits concave behavior and tends to overlocalize
charge. One rationale behind hybrid functionals is that bymixing
both of these opposing errors together, a near piecewise linear
functional may be obtained. Similarly, the DFT+U approach
introduces a correction that counters the convex error present
with (semi)local xc-approximations.40,41 Therefore, in principle,
with the correct parametrization, both hybrid and DFT+U

approaches can result in a functional which may be close to
piecewise linear and therefore exhibit much reduced SIE.
The generalized Koopmans condition (GKC),31−34 which

must be satisfied for an exact Kohn−Sham or generalized
Kohn−Sham functional, provides a convenient way to formulate
the requirement of piecewise linearity

ε− + ≡ + − = ++I N E N E N N( 1) ( 1) ( ) ( 1)N 1 (1)

where I(N) and E(N) are the total energy and ionization energy
of an N electron system, and εi(N) denotes the i

th eigenvalue of
an N electron system. We note that this condition only makes
reference to the highest occupied molecular orbital (HOMO)
and so only addresses piecewise linearity between N and N+1
electrons. Strictly speaking, this is a necessary but not sufficient
condition; however, previous work has shown linearity is greatly
improved when the condition is satisfied.42−44While application
of the GKC to localized states (such as polarons) is
straightforward using the above equation, its application to
delocalized states has had less success.45 A recent study has
shown that Koopmans-compliant hybrid functionals can yield
accurate electron densities in comparison to exact solutions for
simple model systems.46

An alternative approach to the GKC, which draws insights
from the many-body perturbation theory, can also be used to
parametrize hybrid functionals. This approach constrains
hybrids to obey the condition α = ε∞

−1, where ε∞ is the
electronic contribution to the dielectric constant, which in turn
ensures that hybrids have the correct form for the long-range tail
of the Coulomb interaction.47 If one is primarily concerned with
removing localization errors associated with polarons, we believe
it is more appropriate to ensure the GKC for the polaronic
configuration is satisfied rather than any condition applied to
properties of the bulk crystal.
DFT+U has been applied successfully to model polarons in a

range of metal oxides by introducing a Hubbard-U correction on
cations and, optionally, anions.48,49 Both the GKC and
comparison to experimental data have been used to determine
these Hubbard-U values.48,49 One shortcoming of these
approaches is, although a qualitatively correct description of
the polarons is obtained, quantitative results are often incorrect.
For example, the anatase band gap given by DFT+U (for
reasonable parametrizations) is significantly underestimated
from the experimental band gap of 3.2 eV.50 A similar situation is
found in other crystals, such as zinc oxide, ceria, and rutile-
TiO2.

50 This underestimation naturally yields incorrect polaron
charge transition levels (CTLs), hindering comparison to
experimental data. The DFT+U approach also predicts a low
(total) dielectric constant in titania,51,52 meaning electron and
ionic screening properties are underestimated. As finite size
corrections are inversely proportional to the total dielectric
constant ε,53 an underestimated εmeans that they becomemore
of an issue.
Unlike DFT+U, hybrid functionals such as PBE0 or HSE06

generally yield well-behaved crystal properties. These func-
tionals usually have at least one parameter, the fraction of exact
exchange α, which determines the proportion of HF exchange
used. Some hybrid functionals make a distinction between short-
and long-range exchange (e.g., HSE06), resulting in an
additional range-separation parameter ω. The parametrization
of hybrid functionals usually comes in two varieties. A “one-size-
fits-all” approach, where parameters are fixed by comparison to a
large set of training data and then used for a variety of different
systems. The performance of such hybrids usually varies

Figure 1. Variation of total energy for exact, LDA/GGA, and HF with
the number of electrons is shown. It can be seen that the exact case is
piecewise-linear, LDA/GGA DFT has convex behavior, and HF is
concave. An optimized hybrid functional would ideally follow the exact
line closely.
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depending on the choice of system. An alternative approach is to
fit hybrids for a specific system using, for example, the GKC or
by fitting to experimental data.42,44,54 Fitting parameters to
experimental properties such as the band gap may give
reasonable results; however, the approach is somewhat semi-
empirical. Furthermore, the predictive power of such an
experimental fitting can also be questioned. In contrast, methods
using the GKC to parametrize the hybrid functional have been
shown to yield extremely accurate ionization and band gap
energies.42 However, the degree of transferability for these
parameters remains somewhat unknown. A common issue
regarding the use of hybrid functionals is the computational cost
associated with them, usually around ten times the cost of a
standard DFT calculation. To compensate for this, one is forced
into using smaller supercells in periodic calculations. This can
hinder the quality of a calculation as artificial interactions
between periodically repeated defects tend to grow larger with
smaller system sizes.53 Therefore, while hybrid functionals can
be superior to DFT+U, they come at a higher computational
cost.
We now discuss some of the previous experimental and

theoretical results for charge trapping in TiO2. The stability of
electron polarons in rutile and anatase is a widely discussed
question, with many differing reports from both experimental
and theoretical work. While we only consider self-trapped
electron and hole polarons in this work, numerous studies
highlight the effects of reduced cation and anion species due to
dopants, such as Nb, Li, and H, and vacancy defects.55−61

Electron paramagnetic resonance (EPR),62,63 infrared spectros-
copy (IR),64 and scanning tunneling microscopy (STM)58 data
suggest that small (Holstein) electron polarons can form in
rutile localizing on titanium 3d orbitals. IR studies suggest that
the polaron CTL is shallow, lying roughly 0.3 eV below the
conduction band minimum (CBM).64 Other data from deep
level transient spectroscopy, STM, and optical absorption places
the polaron CTL 0.5 eV,65 0.7 eV,58 and 0.8 eV59 below the
CBM, giving the CTL a range of 0.3−0.8 eV below the CBM.
We note that oxygen vacancies give rise to defects known to lie
across a similar, albeit slightly deeper, range of CTLs below the
CBM. The experimental thermal activation energy associated
with polarons in rutile is around 20−30 meV.62

In rutile, the HSE06 hybrid functional has been shown to
satisfy the GKC to within 0.1 eV, making it a suitable
choice.9,66,67 It predicts the electron polaron CTL is around
0.5 eV below the CBM, in good agreement with the 0.3−0.8 eV
range, and a band gap of 3.4 eV, only a slight overestimate with
respect to the experimental value of 3.0 eV. An alternative
parametrization of the HSE functional (with a smaller range
separation parameter, ω = 0.1 Å−1) predicts the polaron CTL is
0.8 eV below the CBM;68 however, the linearity of this
functional was not assessed. Another hybrid functional,
B3LYP, significantly overestimates the band gap of rutile69

resulting in much deeper defect levels than HSE06 and is known
to not satisfy the GKC.70 The polaron trapping energy Et, the
difference between localized and delocalized electron solutions,
provides a measure of polaron stability. This energy difference is
predicted to be small with HSE06 and DFT+U (<0.1 eV),58 and
substantially larger with the RPA (0.6 eV),71 although we note
the RPA was done on a PBE0 geometric configuration. Polaron
migration barriers calculated using HSE (with ω = 0.1 Å−1), the
RPA, and DFT+U (withU = 10.0 eV) yield 0.03, 0.1, and 0.3 eV.
In defect-free anatase, electronic states are likely more

delocalized than that of rutile as suggested by EPR data.63,72

This information leads us to believe that, unlike rutile, excess
electrons in bulk anatase do not form self-trapped (small)
electron polarons but are much more diffuse. Further
confirmation is obtained from STM experiments which find
similar results in Nb doped samples.58 This is also highlighted by
conductivity measurements, which find Nb doped samples of
anatase exhibit 3−4 orders of magnitude higher conductivity
compared to rutile.73,74 HSE06,9 the random phase approx-
imation (RPA),71 and DFT+U (with U parametrized through
the RPA)58 all indicate that small electron polarons are unstable
in anatase, further indicating why anatase has a higher electron
mobility than rutile. On the other hand, B3LYP predicts that
electron polarons in anatase are stable.69,75−78 RPA results
indicate that a large (Fröhlich) polaron forms when using large
system sizes;71 however, experiments indicate that this only
occurs in the vicinity of a Nb defect.58

The behavior of hole polarons in rutile and anatase is the
opposite of the electron polaron case. Specifically, hole polarons
can form in anatase but not rutile. HSE06 results predict that
excess holes in anatase form self-trapped hole polarons (on
oxygen 2p orbitals); however, hole polarons are not predicted to
form in rutile (i.e., they are delocalized). HSE06 predictions
suggest that hole polaron levels in anatase are a deep acceptor
state, lying roughly 1.3 eV above the valence band minimum
(VBM) with a trapping energy of 0.2 eV. EPR experiments
suggest trapped holes can form in anatase.79 The concentrations
of trapped holes (O− species) were higher than those of trapped
electrons (Ti3+ species), primarily because most electrons were
delocalized in the conduction band and hence EPR silent. In
contrast, rutile samples showed larger EPR signals attributed to
electron trapping than hole trapping,80 in agreement with
HSE06 results. Other EPR experiments somewhat confuse the
picture as it is suggested that hole trapping in rutile is observed.81

There have been very few studies of polaron formation in phases
of TiO2 other than rutile and anatase. This includes an
experimental investigation into polaron self-trapping in
brookite,63 which finds that anatase and brookite have similar
trapping properties. There has also been a theoretical study of
polaron formation in using DFT+U which finds charge strongly
localized on Ti sites in Li-doped TiO2(B).

82

3. METHODS
We use the hybrid DFT implementation within CP2K to
perform all of our calculations.28,29,83−85 Our Gaussian type
orbitals are mapped onto CP2K’s multigrid solver with a relative
cutoff of 60 Ry.We use fivemultigrids, with the finest grid having
a cutoff of 600 Ry. The primary oxygen and titanium basis sets
we use are of double- and triple-ζ quality with valence and
polarization exponents.86 We use the Goedecker-Teter-Hutter
(GTH) pseudopotentials available with CP2K.87 As CP2K only
samples the Γ-point in reciprocal space, we are required to
converge crystal properties with respect to system size as
opposed to the number of k-points. This is illustrated for the
rutile phase in Supporting Information (SI) Figure S1 and
Tables S1 and S2, where we find supercell dimensions of around
18 Å are well converged. We note that using larger system sizes
results in band folding, which increases the number of bands
sampled at each k-point in the Brillouin zone. This is equivalent
to increasing the number of k-points sampled, meaning that the
calculation remains accurate despite only sampling the Γ-point.
Furthermore, using large system sizes instead of increasing the
number of k-points reduces the size of the interaction between
charged supercell images.
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The exchange part of the hybrid functional we employ
(denoted PBE0-TC-LRC) has the following form

l
m
ooo
n
ooo

α
α

α
= − +

≤

>
E E

E r R

E r R
(1 )

for

for
x x

x c

x c

PBE
HF,TC

12

PBE,LRC
12 (2)

where r12 is the exchange integral distance, Rc is the truncation
(abbreviated to TC) parameter, Ex

HF,TC is truncated exact HF
exchange, Ex

PBE,LRC is a long-range correction (abbreviated to
LRC) for exchange, and Ex

PBE is PBE exchange.28 In both the
short-range (r12 ≤ Rc) and long-range (r12 > Rc) regions the full
PBE correlation energy is used. We note that the value Rc must
be smaller than half the smallest supercell lattice vector to
prevent exchange interactions between electrons in neighboring
periodic images. This truncation is performed to reduce
computational costs associated with HF exchange. However,
as discussed in detail below we find predicted properties (e.g.,
lattice constants, band gaps, polaron trapping energies, and
charge transition levels) converge rapidly with respect to
increasing Rc. For example, Table S3 (SI) shows that the lattice
constants and band gap for rutile TiO2 are well converged for Rc
= 6.0 Å.
In addition to HF exchange truncation in the functional,

CP2K has other tools to alleviate computational cost. One such
method is the auxiliary density matrix method (ADMM),29

which approximates exchange integrals by mapping orbitals
onto smaller, more localized, basis sets. These significantly
improve the speed of HF exchange calculations, meaning the
approach can be used to model larger systems with reasonable
computational cost. In later sections we discuss variations in
choices of ADMM basis sets to establish any error this may
introduce in our calculations. CP2K also takes advantage of
other exchange integral screening methods which reduce
computational cost, all of which are shown in the example
input file provided in the SI.
The procedure for determining the proportion of HF

exchange for electron or hole polarons is as follows. We initially
optimize cell vectors for a large defect-free supercell. As hybrid
functional CP2K calculations use the Γ-point only, this must be
done using the supercell rather than the unit cell. Following this
a distortion is applied to the geometry, pushing ions within 2.2 Å
of a chosen ion radially outward by 0.1 Å. This distortion creates
a precursor potential well for localization of the polaron on a
given ion. An additional electron (or hole) is then added to the
supercell, and atoms are relaxed until the magnitude of forces on
atoms is less than 0.01 eV/Å. The final calculation (vertically)
removes the added electron (or hole) from the system, keeping
ions in the polaronic configuration. The above calculations yield
all the necessary energies to test the GKC (eq 1). We identify,
with half-percent granularity, the range of α values which satisfy
the condition to within 0.05 eV. We denote the degree to which
the GKC is satisfied, also called the nonlinearity, as ξ:

l
m
ooo
n
ooo

ξ
ε

ε
=

+ − − +

− − −
+E N E N N

E N E N N

( 1) ( ) ( 1) for electrons

( ) ( 1) ( ) for holes

N

N

1

(3)

We set a limit of |ξ| ≤ 0.05 eV as physical properties of the
crystal can change quickly with small changes in nonlinearity.
We find that operating within this limit causes changes in the
GKS gap of around 0.2 eV over the range −0.05 ≤ ξ ≤ 0.05 eV,
as shown in Tables S6 and S7 (SI).

4. RESULTS
4.1. Anatase and Rutile. In this section we illustrate the

application of the approach described above to model electron
and hole polarons in anatase and rutile as test cases. The
structures of the two crystals are shown in Figure 2. Initially we

use the titanium FIT9 and oxygen pFIT3 (FIT9/pFIT3)
ADMM basis sets (see the SI), although we test alternatives
below to demonstrate they are of reasonable quality. We use 5 ×
5× 2 and 4× 4× 6 expansions of the anatase and rutile unit cells,
yielding 600 and 576 atoms in the supercell. As mentioned
previously, we demonstrate these supercell sizes are well
converged in the SI.
In Figure 3 we tune α to satisfy the GKC for the electron and

hole polarons in rutile and anatase. It can be seen that the
anatase electron polaron case does not satisfy the GKC in the
range 0.25 ≤ α ≤ 0.40. Attempting to reduce α to a lower value
(α = 0.225) results in a delocalized conduction band state,
suggesting that the electron polaron is not stable at the
Koopmans-compliant value of α. Probing the point where the
electron delocalizes closely, we find ξ = 0.29 eV at α = 0.230. A
small move to α = 0.225 results in a completely delocalized
electron, meaning that this method of constraining α predicts
that even a metastable electron polaron configuration is not
possible. We note that fully self-consistent optimization of the
geometry for a given α is essential for accurate prediction of
polaron properties. For example, if one fixes the polaron
geometry to that obtained with α = 0.25, the electron polaron
remains localized even when α is reduced to 0.10, contrary to the
behavior seen when the geometry is self-consistently optimized.
Unlike the electron polaron case, the anatase hole polaron

does satisfy the GKC at α = 0.105 with ξ ≈ 0 eV. The hole
polaron spin density is illustrated in Figure 4, where it can be
seen that the hole polaron is largely localized on a single oxygen
ion. We define the trapping energy Et as the energy difference
between localized and delocalized states, which for the hole
polaron is−0.21 eV. While we would not advocate use of a non-

Figure 2. Crystal structures of rutile and anatase TiO2. All sites of the
same species in each phase are equivalent by symmetry. Oxygen atoms
are shown in red, while titanium atoms are shown in gray.
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self-consistent geometry for prediction of polaron properties, we
note that for deep traps, such as the hole polaron in anatase,
there is little difference in polaron geometry between α = 0.25
and α = 0.105.
In rutile, we find electron polarons satisfy the GKC, while hole

polarons do not, as shown in Figure 3. As mentioned in Section
2, this result is also in agreement with findings using HSE06 by
Deaḱ et al.9 However, unlike the anatase case, we find that a large
number of α values satisfy the GKC. As the value of α decreases
across the range where −0.05 ≤ ξ ≤ 0.05 eV, the electron
polaron trapping energy increases from a value suggesting the
polaron is mildly stable (Et =−0.07 eV at α = 0.14) tometastable
(Et = 0.01 eV at α = 0.10). The localized solution cannot be
found at α = 0.095. Ultimately, as the polaronic state is capable
of satisfying the GKC we are inclined to believe that the polaron
is stable. A low trapping energy suggests there is little difference
energetically between localized and delocalized states, in
agreement with HSE06 and DFT+U results.9,58 The small
trapping energy may explain why these polarons rapidly

delocalize in EPR experiments when temperature is raised.80

The spin density for the electron polaron is illustrated in Figure
4, where it is clear that, unlike the hole polaron in anatase, the
electron polaron is much more diffuse.
In the region 0.100 < α < 0.140 the GKC is satisfied to less

than 0.05 eV for the rutile electron polaron. Across this range,
the polaron CTL moves from 0.22 to 0.65 eV below the CBM.
We select the largest value of α satisfying |ξ| < 0.01 eV (α =
0.115) as the optimal value for evaluation of polaron properties.
In this case the electron polaron CTL is predicted to lie 0.40 eV
below the CBM. Experimental work puts the CTL at 0.3−0.8 eV
below CBM as previously mentioned, which is in good
agreement with our result. The prediction is also in good
agreement with previous calculations performed using the
HSE06 functional which places the polaronCTL at 0.5 eV below
the CBM.9

We draw attention to our previous discussion (in Section 2)
that highlighted that TiO2 band gaps from B3LYP and DFT+U
are generally over- and underestimated, by around 1 eV.50,69 In
contrast, the HSE06 functional overestimates the gap only
slightly by 0.2 eV.9 Surprisingly, our procedure yields defect-free
band gaps in both rutile and anatase that deviate only by around
6% from the experimental values of 3.0 and 3.2 eV (with α =
0.115 and α = 0.105) respectively. In both cases, the gap is
underestimated by around 0.2 eV, as seen in Table 1. We stress
that our results have not been optimized for the band gap.
However, it seems that applying the GKC to these localized
states results in a band gap very close to the experimental value.
If we take the upper limit of our tolerance of |ξ|, we find that the
errors in the band gaps of rutile and anatase shrink further. We
find that our lattice constants are also in good agreement with
experiment, with errors of 0.3% (vector a) and 1.1% (vector c) in
anatase and 0.7% (vector a) and 0.1% (vector c) in rutile. This is
somewhat reassuring, as it suggests that the method is able to
accurately describe both the polaronic and bulk properties of
these crystals using only the GKC. This is also in line with results
from finite systems, which report similar findings regarding gaps

Figure 3.Variation in charge transition levels, (defect-free) band gap Eg and highest occupied eigenvalue with α for the anatase (left) and rutile (right)
electron (upper) and hole (lower) polarons. With half-percent granularity, we find that Koopmans theorem is satisfied at α = 0.105 and α = 0.115 for
the anatase hole and rutile electron cases.

Figure 4. Spin density for a hole polaron in anatase and an electron
polaron in rutile (isosurface value 0.01 a0

−3). As the polarons lie largely
on a single crystallographic plane, only a slice of the crystal is shown.
The electron polaron, localized on a titanium 3d orbital, has a much
more diffuse nature than the hole polaron, localized on an oxygen 2p
orbital. Titanium and oxygen ions are represented by red and gray
spheres respectively.
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between the HOMO and the lowest unoccupied molecular
orbital (LUMO).42

The optimized values of α which satisfy the GKC for anatase
and rutile are 0.105 and 0.115, which are very close together. In
rutile, one could satisfy the GKCwith |ξ| < 0.05 eV using 0.100≤
α ≤ 0.140, and for anatase one can use 0.095 ≤ α ≤ 0.115,
meaning there is a large overlap of α values. This means that one
could feasibly choose the same value of α to model both electron
and hole polarons in these phases. This transferability in α values
is somewhat unexpected; however, it allows for more than one
phase to be described by the same functional. In later sections,
we show that this transferability extends to other phases as well.
As the primary basis sets used are all of good quality, we expect

that the ADMM basis will likely be a key source of inaccuracy in
our calculations. To investigate the error introduced, we look at
changes in bulk and polaron properties with differing titanium
and oxygen basis sets. Table 1 illustrates that the choice of the
ADMM basis set has little effect on both the trapping energy,
local magnetic moment, and charge transition energy for both
electron and hole polarons across both phases. We calculate
magnetic moments via Bader analysis of the spin density.88−90

The choice of basis set has no effect on the optimized value of α
or the nonlinearity. Similarly, bulk quantities change very little
with increasing the ADMM basis set quality. Using contracted
basis sets, labeled with a lower case letter c, did not affect polaron
or bulk properties. To this end, we find that using FIT9/pFIT3
provides the best balance between accuracy and computational
efficiency.
In the preceding calculations we used an Rc which was

converged with respect to the predicted bulk lattice constant and
band gap, resulting in the value Rc = 6 Å. We now compare our
parametrization with lower values of Rc. By varying Rc, the
optimal value of α that satisfies the GKC (for the selected value
of Rc) changes. As Rc increases, the amount of exchange energy
increases, resulting in a slightly more concave functional (see
Figure 1). We have previously shown for rutile electron polarons
that using Rc = 6 Å with α = 0.115 satisfies the GKC with

nonlinearity ξ < 0.05 eV. For the values Rc = 4 Å and Rc = 2 Å we
find that α = 0.115 and α = 0.2 satisfy the GKC to within 0.05 eV.
The α parameter effectively remains the same when going from
Rc= 6 Å to Rc = 4 Å, suggesting that restricting exchange
interactions over 4 Å yields similar results to 6 Å. However, forRc
= 2 Å predicted polaron properties are very different. TakingRc =
6 Å yields a band gap of 2.8 eV, with the electron polaron CTL
being 0.4 eV below the CBM. In contrast, Rc = 2 Å yields a band
gap of 3.1 eV and a polaron CTL that is roughly 0.9 eV below the
CBM, much higher than that reported experimentally. This
suggests that functionals with lower Rc values have a tendency to
predict more stable polaronic states. A similar conclusion can be
drawn from the polaron trapping energy, where using Rc = 2 Å
and Rc = 4 Å results in Et = −0.14 eV and Et = −0.02 eV
respectively. Comparing the range-separation used in this work
and the popular HSE functional,27 HSE more smoothly weighs
short- and long-range Coulomb interactions (using the
complementary error and error functions). Short-range
Coulomb interactions typically become negligible with a length
of 2/ω. Values ofω are usually around 0.2 Å−1,94 meaning short-
range exchange is negligible beyond 10 Å.
The nonlinearity ξ for polaronic states also depends on the

supercell size. We studied this for the following supercell sizes
(number of atoms in brackets): 3× 3× 5 (270), 4× 4× 6 (576),
and 5 × 5 × 8 (1200). Using the α optimized for the 576 atom
system, nonlinearity was calculated for 270 and 1200 atom
systems. We found ξ changed by 0.04 and 0.01 eV when moving
from 270 to 576 and 576 to 1200 atom systems, respectively.
The next reasonable (cubic) supercell size to test for
nonlinearity is far too large (1944 atoms). However, as our
chosen system size (576 atoms) has a nonlinearity only different
by 0.01 eV to much larger systems (1200 atoms), we find that it
provides a good balance between computational time and
accuracy.

4.2. Brookite, TiO2(H), TiO2(R), and TiO2(B). Having
benchmarked our approach for rutile and anatase, we now apply
it to model polaron formation in four other phases of titanium

Table 1. Comparison of Bulk and Polaron Properties Using Different Auxiliary Oxygen Basis Sets in Anatase and Rutilea,e

Ti ADMM basis set/O ADMM basis set FIT9/cFIT3 FIT9/FIT3 FIT9/cpFIT3 FIT9/pFIT3 FIT10/pFIT3 FIT11/pFIT3 exp

anatase hole
lattice vector a 3.784 3.783 3.794 3.793 3.794 3.793 3.782b

lattice vector c 9.708 9.701 9.623 9.617 9.605 9.605 9.502b

GKS gap Eg 3.03 3.00 2.94 2.94 2.93 2.93 3.23c

nonlinearity ξ −0.02 −0.01 −0.01 −0.01 −0.01 −0.01
trapping energy Et −0.21 −0.21 −0.21 −0.21 −0.20 −0.20
Bader magnetization 0.76 0.76 0.75 0.75 0.75 0.75
CTL - VBM 1.23 1.24 1.19 1.20 1.21 1.18
rutile electron
lattice vector a 4.618 4.617 4.620 4.618 4.618 4.618 4.587b

lattice vector c 2.961 2.959 2.960 2.958 2.958 2.957 2.954b

GKS gap Eg 2.82 2.79 2.84 2.82 2.82 2.81 3.03d

nonlinearity ξ <0.01 <0.01 <0.01 <0.01 <0.01 <0.01
trapping energy Et −0.02 −0.02 −0.02 −0.02 −0.02 −0.02
Bader magnetization 0.48 0.49 0.49 0.48 0.48 0.49
CTL - CBM −0.41 −0.38 −0.44 −0.40 −0.41 −0.42

aAll energies and lengths shown are in electron-volts and Angstroms. bReference 91. cReference 92. dReference 93. eAs our approach predicts only
anatase holes and rutile electrons are stable, only these two polarons are shown. The titanium basis FIT9 has 9 basis functions (FIT9), comprising
of three s-, p-, and d-functions. This basis set has been optimized for TiO2 and is shown in the SI. Titanium basis sets FIT10 and FIT11 have 10 and
11 basis functions, whilst the oxygen basis sets cFIT3, FIT3, cpFIT3, and pFIT3 have 4, 6, 5, and 7 basis functions. For each combination of the
basis sets, we found the value of α which minimizes nonlinearity ξ. We found that the choice of basis set did not produce a difference in the
optimized α. For anatase and rutile, we found the optimized α to be 0.105 and 0.115.
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dioxide: brookite, TiO2(H), TiO2(R), and TiO2(B). Table S4
(SI) shows the bulk crystal properties of these phases, which
each possess a number of lattice sites that are inequivalent by
symmetry (see Figure 5). We denote lattice sites using

shorthand notation: e.g. Oa
Br and Ob

Br label oxygen sites a and
b in the brookite crystal. To avoid confusion, we abbreviate rutile
and anatase to Ru and An, while TiO2(H), TiO2(R), and
TiO2(B) are abbreviated as H, R, and B.
For all localized polarons, we determine the range of α values

which satisfy |ξ| < 0.05 eV (shown in Figure 6). We find that
across a large number of sites, there is an overlap in the range of
acceptable α values. This means that it is feasible to model all
phases and sites using the same α while still satisfying the GKC.
We find α = 0.115 ensures |ξ| < 0.08 eV across all phases and
sites. In the following subsections we describe the predicted
properties of polarons in each phase in detail. We evaluate the
polaron properties of each phase using an α that minimizes
nonlinearity for that phase. This allows us to compare the CTLs
of different polaron sites using the same functional (and hence
the same lattice constant and band gap). These α values are
shown in Table 2 alongside the predicted bulk properties. If
instead, one uses α = 0.115 to model all phases, good
quantitative agreement is seen. The relevant data comparing
phase-specific values of α and α = 0.115 is shown in the SI. In
Table 2 the stability of each of the phases relative to anatase is
shown, where it can be seen that the energy differences between
phases are small. For phases where data is available (rutile,
anatase, and brookite), the energy differences are in line with
previous (local) DFT calculations.95,96 Diffusion quantum
Monte Carlo results yield, ignoring the effects of lattice
dynamics, a similar energetic ordering.97,98

4.2.1. Polarons in Brookite.We find that brookite is in many
ways similar to anatase. Specifically, the GKC predicts the
formation of hole polarons but not electron polarons. This is in
good agreement with EPR data, which also suggests that the
polaronic properties of the two crystals are quite similar.63 The
two inequivalent O sites in brookite, differing mainly by bond
angles to neighboring Ti, are both capable of forming hole
polarons. Both sites have (+/0) CTLs differing only by 0.02 eV
at the optimal α for brookite (α = 0.105), as seen in Table 3.
However, we find that their trapping energies differ by around
0.1 eV, making Oa

Br the most stable trapping site in brookite. The
predicted band gap of brookite is 3.2 eV, consistent with the
experimentally determined values of 3.1−3.4 eV.99

4.2.2. Polarons in TiO2(H) and TiO2(R). We now discuss the
phases TiO2(H) and TiO2(R) together, as our predictions
suggest they exhibit similar charge trapping properties. TiO2(H)
contains two unique oxygen sites and one unique titanium site.
We find that the best α for all sites in this phase is α = 0.130, as
seen in Table 2. A small hole polaron, similar to that formed in
anatase, is predicted on one oxygen site (Ob

H). On the second

Figure 5. Crystal structure of brookite, TiO2(H), TiO2(R), and
TiO2(B). Titanium and oxygen ions are represented by red and gray
spheres respectively, and Ti-centered polyhedra are highlighted. Lattice
sites which are inequivalent by symmetry are labeled.

Figure 6. Range of α values which satisfy the generalized Koopmans’
condition to within 0.05 eV for polarons localized on different lattice
sites. For each site, we mark the point which has the smallest ξ with a
cross. For α = 0.115, |ξ| < 0.08 eV across all sites.

Table 2. Optimized α Value for Each TiO2 Phase with
Corresponding Bulk Lattice Constants and Band Gapsa

phase anatase rutile brookite TiO2(H) TiO2(R) TiO2(B)

α 0.105 0.115 0.105 0.130 0.125 0.120
Eg (eV) 2.94 2.82 3.20 3.76 3.65 3.85
a (Å) 3.794 4.618 9.228 10.236 4.950 12.236
b (Å) 5.479 9.425 3.746
c (Å) 9.617 2.958 5.151 2.968 2.968 6.575
β 90° 90° 90° 90° 90° 107.0°
Δ (eV) 0.000 0.031 0.017 0.054 0.054 −0.001

aThe internal energy Δ (per TiO2 formula unit) is given for each of
the phases, relative to anatase.
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oxygen site (Oa
H), a multisite small polaron, or molecular

polaron, is predicted to form previously unseen in titania. The
multisite polaron, illustrated in Figure 7, is predicted to localize

over two ions, with almost equal charge on both ions.
Comparing the single- and multisite hole polarons, we find the
(+/0) CTL from the multisite polaron lies deeper in the band
gap (with respect to the VBM) by 0.1 eV. Furthermore, the
multisite polaron is also more energetically stable, with a
trapping energy 0.1 eV lower than the single-site polaron. On the
only unique titanium site in TiO2(H), a multisite electron
polaron can be found (illustrated in Figure 7). The (−/0) CTL

of this polaron is twice as deep as the electron polaron found in
rutile, lying 0.8 eV below the CBM.
The two oxygen (Oa

H) ions on which the multisite hole
polaron forms (see Figure 7) move closer together by 0.3 Å
compared with their equilibrium position. In contrast, two
nearby titanium ions (shared by the two oxygen ions on which
the multisite polaron resides) move apart by 0.3 Å. The single-
site hole polaron (Ob

H) results in an asymmetric distortion of
nearby titanium ions, with bond lengths increasing by 0.1−0.3 Å
from their defect-free positions. With geometries compared, it is
clear that the nature of polarons of these two sites is different.
Despite large changes in the geometry compared to the
equilibrium positions, the multisite polaron remains more
energetically stable than the single-site one. We find a similar
behavior in the multisite electron polarons, where two titanium
ions involved move together by 0.2 Å, while two surrounding
oxygen ions are pushed apart by 0.2 Å.
Single- and multisite polarons are predicted to form in

TiO2(R), on sites Oa
R and Ob

R respectively. The geometric
distortions of both polarons are also quite similar to the
TiO2(H) case. We note that in both phases multisite polarons
are more stable than single-site polarons, as seen in Table 3.
One distinguishing factor between single-site and multisite

polaron sites in the TiO2(H) and TiO2(R) phases is the
bonding. The multisite electron polarons form over two cations
ions that bond with two of the same anions shown in Figure 7.
Anions which display the same double-sharing behavior also
form multisite hole polarons. The multisite polarons reside on
sites of the same symmetry.

4.2.3. Polarons in TiO2(B).Of the four unique oxygen sites in
TiO2(B), only polarons on two sites (Oa

B and Od
B) remain stable

across the range −0.05 < ξ < 0.05, with one site (Od
B) being the

most stable trapping site predicted in this work. The site Oa
B is

undercoordinated with two bonds to neighboring titanium ions,
while Od

B has the same coordination (three) as other phases.
Although the GKC allows for polaron formation on both sites,
site Od

B is 0.1 eV more stable than site Oa
B. The site Oc

B is nearly
capable of satisfying the GKC with ξ = 0.06 eV at α = 0.135;
however, we find site Od

B is 0.47 eV more stable than Oc
B,

implying that polarons are less likely to trap on Oc
B than Od

B. The
final site, Ob

B, is four-coordinated, and the GKC predicts a
localized hole polaron is not possible on this site.
The electron polaron case in TiO2(B) is slightly more

complicated than the hole polaron case. While the sites Tia
B and

Tib
B are both capable of forming small polarons that satisfy the

GKC to within 0.06 eV, the polarons begin to delocalize over the
range 0 < ξ ≤ 0.05 eV. Small polarons on Tia

B and Tib
B delocalize

at α = 0.145 and α = 0.140 respectively, with the more
delocalized states having similar total energies to the small
polarons. At α = 0.145, the small electron polaron on site Tib

B has
a (−/0) CTL of 0.40 eV and a trapping energy −0.04 eV. As
electron polarons are capable of satisfying the GKC over a small
range, we find it plausible that they form in TiO2(B). However,
the small trapping energies indicate that they may be less likely
to form.

4.3. Comparison of Polarons Across Phases. The
trapping energies, CTLs, and Hirshfeld spin density analysis of
each polaron are shown in Table 3. These values are calculated
using the ideal value of α for each phase (shown in Table 2). It
can be seen (from the trapping energy) that site Od

B is the most
stable site of all sites explored. The multisite hole polarons
formed in TiO2(H) (Oa

H) and TiO2(R) (Ob
R) are both much

more stable than their single-site polaron counterparts. In

Table 3. Charge Transition Levels, Local Magnetic Moment
(from Hirshfeld Spin Density Analysis), and Polaron
Trapping Energy for All Polarons Studied in This Worka

site type CTL magnetization Et

TiRu single −0.40 0.45 −0.02
TiH multi −0.82 0.44, 0.37 −0.14
TiR multi −0.82 0.45, 0.37 −0.35
OAn single 1.20 0.75 −0.20
Oa

Br single 1.11 0.72 −0.25
Ob

Br single 1.09 0.73 −0.16
Oa

H multi 1.71 0.41, 0.47 −0.42
Ob

H single 1.59 0.80 −0.34
Oa

R single 1.32 0.81 −0.31
Ob

R multi 1.48 0.42, 0.45 −0.43
Oa

B single 1.62 0.70 −0.42
Od

B single 1.60 0.74 −0.52
aFor electron polarons (on Ti sites) we show the (−/0) transition in
reference to the CBM, whilst hole polarons (on O sites) have (+/0)
charge transitions that are shown in reference to the VBM. For
multisite polarons, we show two magnetization numbers, which
correspond to the two sites over which the multisite polaron resides.

Figure 7.Molecular (two-site) electron and hole polarons in TiO2(H).
The polaron charge are shared over two equivalent sites, roughly 0.5e
on each site. We find molecular polarons require the double-sharing of
titanium ions by oxygen ions (or vice versa) to form. The double
sharing behavior for both cases is shown in the boxed figures.
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addition, multisite electron polarons (TiH and TiR) are much
more stable than the single-site electron polaron found in rutile.
The deepest (−/0) and (+/0) CTLs correspond to multisite
polarons in TiO2(H) and TiO2(R). Sites Oa

Br and Ob
Br both have

differing trapping energies, yet the CTLs are quite similar. The
same can be said of sites Oa

B and Od
B. In contrast, CTLs from

multisite polarons are distinctly split from those of small
polarons, as seen in phases TiO2(H) and TiO2(R). The
quantities given in Table 3 calculated from the transferable α
(α = 0.115) are also shown in Table S5 (SI). As previously
mentioned, the transferable and phase-specific α values are in
good quantitative agreement. Further, for the range of α values
determined for each polaron (given in Figure 6), we show the
corresponding range of trapping energies, CTLs, and phase band
gaps in Tables S6 and S7 (SI).
To compare polaron CTLs across different phases, the band

alignment of the phases with respect to each other is required.
Here we align the VBM of all phases using the ionization
energies obtained in a previous theoretical study,100 which
calculates these energies through a hybrid quantummechanical/
molecular mechanical embedded cluster approach. This allows
us to compare the calculated band gaps and polaron CTLs for all
phases (Table 3) against a common vacuum level reference
(Figure 8). We find the deepest electron and hole states from the

vacuum level are the TiH and Ob
H polarons. In contrast, the

shallowest electron and hole polaron sites are TiR and Oa
B. It can

be seen that, across phases, electrons and holes have an energy
range which is separated by roughly 0.2 eV when aligned to a
common vacuum level. Of the phases explored in this work rutile
is the only phase of TiO2 which cannot form hole polarons. A
figure illustrating the alignment in Figure 8 for the transferable α
is shown in Figure S2 (SI).

5. DISCUSSION
We now discuss some of the factors that may influence the
accuracy of our predictions. As noted in Section 3 the use of the
ADMMbasis set allows for a vast speedup in calculation of exact
exchange but also may introduce inaccuracies. However, we
compared the bulk and polaronic properties of rutile and anatase
with a variety of titanium and oxygen basis sets and found that
the choice of the ADMMbasis set has little influence. Our choice
of pFIT3/FIT9 yields similar results to pFIT3/FIT11,

suggesting that including polarization ( f-)functions for titanium
are largely unnecessary in these materials. Similarly, pFIT3/
FIT9 gives similar results to FIT3/FIT9, also suggesting that
polarization (d-)functions for oxygen are not required. These
tests suggest our choice of the pFIT3/FIT9 is sufficiently
accurate for the prediction of polaron properties.
Another potential source of error is the truncation of exact

exchange in the hybrid functional beyond a cutoff radius Rc. Our
approach was to converge predicted bulk properties with respect
to Rc to mimic the PBE0 functional but with reduced
computational cost. This approach yielded Rc = 6 Å. However,
we also tested the effect of using smaller values of the cutoff
radius. While results obtained using Rc = 4 Å were not
significantly different, reduction of the cutoff to 2 Å led to
overstabilization polarons, absence of transferability between
phases, and predicted polaron properties inconsistent with
experiment. It is notable that empirical attempts to tune the
amount of HF exchange in the PBE0 functional to give a
reasonable description of the band structure of anatase TiO2
arrived at α = 0.125.101 This is very consistent with the value we
have obtained from application of the GKC providing further
support for the approach.
Our previous discussion (in Section 2) highlights that (small)

electron polarons are stable in rutile but not in anatase. In
addition, some evidence suggests hole polarons are more stable
in anatase compared to rutile. This in agreement with both
experiment58,63,72 and other theory.9,66,67,71 We have shown that
the predicted band gaps of 2.82 and 2.94 eV for rutile and
anatase are in very good agreement with the experimentally
observed values of 3.0 and 3.2 eV. The rutile (−/0) electron
polaron CTL is found to be 0.4 eV below the CBM in our work,
which is in agreement with experimental data placing the level at
0.3, 0.5, and 0.7 eV.58,64,65 We have shown that the rutile and
anatase CTL data is also consistent with HSE06 findings.9 In
addition, the trapping energies of −0.02 eV and −0.20 eV for
rutile and anatase are found to be in good agreement with
HSE06. We found that anatase and brookite have very similar
charge trapping properties, behavior which has been seen
experimentally in ref 63. Specifically, the two phases have much
more delocalized electron polarons compared to the rutile case.
Experimentally, little information exists on polaronic trapping in
the phases TiO2(H), TiO2(R), and TiO2(B). Therefore, our
predictions are extremely valuable to guide experimental work.

6. CONCLUSION
We have demonstrated that hybrid functionals coupled with the
generalized Koopmans’ condition gives predictive capabilities
with regards to localized charges in TiO2. We were able to assess
the stability and properties of small electron and hole polarons in
various TiO2 phases. Furthermore, by fitting the fraction of exact
exchange to reduce nonlinear behavior of energy with respect to
the occupation number of these polaronic states, we were able to
obtain a band gap differing from experimental results only
around 6%. This suggests that our approach is not only capable
of predicting polaron localization properties but also results in
well-behaved bulk crystal properties. In addition to this, we
showed that the fraction of exact exchange α is transferable
between phases. Using α = 0.115 along with the PBE0-TC-LRC
functional satisfies the GKC to within 0.08 eV for all phases. We
have also explored parameters that influence the key results, such
as the ADMM basis set, ensuring that they are of sufficient
quality. Our work suggests that the approach we use is of
reasonable quality, inexpensive, and transferable and should be

Figure 8. Alignment of polaron CTLs with respect to a common
vacuum energy. The polaron CTLs and band gaps are computed using
phase-specific optimized α values as shown in Table 2. For clarity, we
show the subscript letter index only for each of the polaron sites.
Electron and hole polaron energy ranges with respect to vacuum are
labeled as e and h.
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easily extendable to other metal-oxides capable of polaron
formation.
Using this approach on the brookite, TiO2(H), TiO2(R), and

TiO2(B) phases has shown that intrinsic polaron formation is
not unique to rutile and anatase. Unlike the remaining phases,
TiO2(H) and TiO2(R) display multisite electron and hole
polarons, arising from the unique nature of bonds between
anions and cations. TiO2(B) exhibits (small) hole polarons but
has shallow electron polaron states. While theoretical explora-
tion of brookite is scarce, EPR data suggests the phase capable of
forming hole polarons but not electron polarons, in agreement
with our own findings. Somewhat surprisingly, we find that rutile
is the only phase of titania which is incapable of forming hole
polarons. The techniques employed in this work have been
shown to be consistent with experimental data where available
and transferable across all of the TiO2 phases considered.
Furthermore, the computational efficiency of the approach
means it can be applied to more complex systems, such as
surfaces, interfaces, and doped systems, to provide greater
insight into the nature of charge trapping in materials.

■ ASSOCIATED CONTENT
*S Supporting Information
The Supporting Information is available free of charge on the
ACS Publications website at DOI: 10.1021/acs.jctc.8b00199.

Information on convergence, as well as predicted ranges
of bulk and polaron properties; polaron data using the
transferable hybrid parametrization for TiO2 (PDF)

■ AUTHOR INFORMATION
Corresponding Authors
*E-mail: arem502@york.ac.uk.
*E-mail: mwatkins@lincoln.ac.uk.
*E-mail: keith.mckenna@york.ac.uk.
ORCID
A. R. Elmaslmane: 0000-0003-3933-3323
K. P. McKenna: 0000-0003-0975-3626
Funding
K.P.M. acknowledges support from EPSRC (EP/K003151/1,
EP/P006051/1, and EP/P023843/1). This work made use of
the facilities of Archer, the UK’s national high-performance
computing service, via our membership in the UK HPC
Materials Chemistry Consortium, which is funded by EPSRC
(EP/L000202/1). This work alsomade use of the facilities of N8
HPC Centre of Excellence, provided and funded by the N8
consortium and EPSRC (EP/K000225/1). The Centre is
coordinated by the Universities of Leeds and Manchester.
Notes
The authors declare no competing financial interest.
All data created during this research for this article may be
accessed at no charge at https://pure.york.ac.uk/portal/en/
(University of York Research database).

■ REFERENCES
(1) Fox, M. A.; Dulay, M. T. Heterogeneous photocatalysis. Chem.
Rev. 1993, 93, 341−357.
(2) Asahi, R.; Morikawa, T.; Ohwaki, T.; Aoki, K.; Taga, Y. Visible-
light photocatalysis in nitrogen-doped titanium oxides. Science 2001,
293, 269−271.
(3) Zecchina, A.; Scarano, D.; Bordiga, S.; Spoto, G.; Lamberti, C.
Surface structures of oxides and halides and their relationships to

catalytic properties; Adv. Catal. Supplement C; Academic Press: 2001;
Vol. 46, pp 265−397, DOI: 10.1016/S0360-0564(02)46024-5.
(4) Kuiper, P.; Kruizinga, G.; Ghijsen, J.; Sawatzky, G. A.; Verweij, H.
Character of holes in LixNi1−xO and their magnetic behavior. Phys. Rev.
Lett. 1989, 62, 221−224.
(5) Osorio-Guilleń, J.; Lany, S.; Barabash, S. V.; Zunger, A.
Nonstoichiometry as a source of magnetism in otherwise nonmagnetic
oxides: Magnetically interacting cation vacancies and their percolation.
Phys. Rev. B: Condens. Matter Mater. Phys. 2007, 75, 184421.
(6) Mannella, N.; Yang, W. L.; Tanaka, K.; Zhou, X. J.; Zheng, H.;
Mitchell, J. F.; Zaanen, J.; Devereaux, T. P.; Nagaosa, N.; Hussain, Z.;
Shen, Z.-X. Polaron coherence condensation as the mechanism for
colossal magnetoresistance in layered manganites. Phys. Rev. B:
Condens. Matter Mater. Phys. 2007, 76, 233102.
(7) Miyasaka, T.; Murakami, T. N. The photocapacitor: An efficient
self-charging capacitor for direct storage of solar energy.Appl. Phys. Lett.
2004, 85, 3932−3934.
(8) Stoneham, A. M.; Gavartin, J.; Shluger, A. L.; Kimmel, A. V.;
Ramo, D. M.; Rnnow, H. M.; Aeppli, G.; Renner, C. Trapping, self-
trapping and the polaron family. J. Phys.: Condens. Matter 2007, 19,
255208.
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(45) Vlcěk, V.; Eisenberg, H. R.; Steinle-Neumann, G.; Kronik, L.;
Baer, R. Deviations from piecewise linearity in the solid-state limit with
approximate density functionals. J. Chem. Phys. 2015, 142, 034107.
(46) Elmaslmane, A. R.; Wetherell, J.; Hodgson,M. J. P.; McKenna, K.
P.; Godby, R. W. Accuracy of electron densities obtained via
Koopmans-compliant hybrid functionals. Phys. Rev. Materials 2018, 2,
040801.
(47) Skone, J. H.; Govoni, M.; Galli, G. Self-consistent hybrid
functional for condensed systems. Phys. Rev. B: Condens. Matter Mater.
Phys. 2014, 89, 195112.
(48) Hu, Z.; Metiu, H. Choice of U for DFT+U calculations for
titanium oxides. J. Phys. Chem. C 2011, 115, 5841−5845.

(49) Morgan, B. J.; Watson, G. W. Polaronic trapping of electrons and
holes by native defects in anatase TiO2. Phys. Rev. B: Condens. Matter
Mater. Phys. 2009, 80, 233102.
(50) Arroyo-de Dompablo, M. E.; Morales-Garca, A.; Taravillo, M.
DFT+U calculations of crystal lattice, electronic structure, and phase
stability under pressure of TiO2 polymorphs. J. Chem. Phys. 2011, 135,
054503.
(51) Lee, B.; Lee, C.-k.; Hwang, C. S.; Han, S. Influence of exchange-
correlation functionals on dielectric properties of rutile TiO2. Curr.
Appl. Phys. 2011, 11, S293−S296 International Conference on
Electronic Materials.
(52) Shojaee, E.; Abbasnejad, M.; Saeedian, M.; Mohammadizadeh,
M. R. First-principles study of lattice dynamics of TiO2 in brookite and
cotunnite structures. Phys. Rev. B: Condens. Matter Mater. Phys. 2011,
83, 174302.
(53) Lany, S.; Zunger, A. Accurate prediction of defect properties in
density functional supercell calculations. Modell. Simul. Mater. Sci. Eng.
2009, 17, 084002.
(54) Atalla, V.; Zhang, I. Y.; Hofmann, O. T.; Ren, X.; Rinke, P.;
Scheffler, M. Enforcing the linear behavior of the total energy with
hybrid functionals: Implications for charge transfer, interaction
energies, and the random-phase approximation. Phys. Rev. B: Condens.
Matter Mater. Phys. 2016, 94, 035140.
(55) Di Valentin, C.; Pacchioni, G.; Selloni, A.; Livraghi, S.; Giamello,
E. Characterization of paramagnetic species in N-doped TiO2 powders
by EPR spectroscopy and DFT calculations. J. Phys. Chem. B 2005, 109,
11414−11419.
(56) Di Valentin, C.; Pacchioni, G.; Selloni, A. Reduced and n-Type
doped TiO2: Nature of Ti

3+ species. J. Phys. Chem. C 2009, 113, 20543−
20552.
(57) Morgan, B. J.; Scanlon, D. O.; Watson, G. W. Small polarons in
Nb- and Ta-doped rutile and anatase TiO2. J. Mater. Chem. 2009, 19,
5175−5178.
(58) Setvin, M.; Franchini, C.; Hao, X.; Schmid, M.; Janotti, A.;
Kaltak, M.; Van de Walle, C. G.; Kresse, G.; Diebold, U. Direct view at
excess electrons in TiO2 rutile and anatase. Phys. Rev. Lett. 2014, 113,
086402.
(59) Bogomolov, V. N.; Mirlin, D. N. Optical absorption by polarons
in rutile (TiO2) single crystals. Phys. Status Solidi B 1968, 27, 443−453.
(60) Yim, C. M.; Watkins, M. B.; Wolf, M. J.; Pang, C. L.;
Hermansson, K.; Thornton, G. Engineering polarons at a metal oxide
surface. Phys. Rev. Lett. 2016, 117, 116402.
(61) Deskins, N. A.; Rousseau, R.; Dupuis, M. Distribution of Ti3+

surface sites in reduced TiO2. J. Phys. Chem. C 2011, 115, 7562−7572.
(62) Yang, S.; Brant, A. T.; Giles, N. C.; Halliburton, L. E. Intrinsic
small polarons in rutile TiO2. Phys. Rev. B: Condens. Matter Mater. Phys.
2013, 87, 125201.
(63) Livraghi, S.; Rolando, M.; Maurelli, S.; Chiesa, M.; Paganini, M.
C.; Giamello, E. Nature of reduced states in titanium dioxide as
monitored by electron paramagnetic resonance. II: rutile and brookite
cases. J. Phys. Chem. C 2014, 118, 22141−22148.
(64) Panayotov, D. A.; Burrows, S. P.; Morris, J. R. Infrared
spectroscopic studies of conduction band and trapped electrons in
UV-photoexcited, H-atom n-doped, and thermally reduced TiO2. J.
Phys. Chem. C 2012, 116, 4535−4544.
(65) Duckworth, C. N.; Brinkman, A. W.; Woods, J. Deep level
transient spectroscopy in TiO2:Nb. Phys. Status Solidi A 1983, 75,
K99−K102.
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