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Abstract

Hydrogen bonding plays a role in the microphase separation behavior of many block

copolymers, such as those used in lithography, where the stronger interactions due

to hydrogen bonding can lead to a smaller period for the self-assembled structures,

allowing the production of higher resolution templates. However, current statistical

thermodynamic models used in descriptions of microphase separation, such as the Flory-

Huggins approach, do not take into account some important properties of hydrogen

bonding, such as site specificity and cooperativity. In this combined theoretical and

experimental study, a step is taken toward the development of a more complete theory

of hydrogen bonding in polymers, using polyacrylamide as a model system. We begin by

developing a set of association models to describe hydrogen bonding in amides. Both

models with one association constant and two association constants are considered.

This theory is used to fit IR spectroscopy data from acrylamide solutions in chloroform,

thereby determining the model parameters. We find that models with two constants give

better predictions of bond energy in the acrylamide dimer and more realistic asymptotic

behavior of the association constants in the limit of high temperatures. At the end of

the paper, we briefly discuss the question of the determination of the Flory-Huggins

parameter for a diblock copolymer with one self-associating hydrogen-bonding block

and one non-hydrogen-bonding block by means of fitting the scattering function in a

disordered state.

Introduction

Hydrogen bonding interactions occur very widely in nature. Although individual bonds are

relatively weak, their effect on the physical properties of substances can be profound, and is

responsible for the anomalous properties of water and the secondary structure of proteins.

However, the characteristics of hydrogen bonding, such as site specificity and cooperativity,

make it difficult to build a general theoretical description of H-bonding systems1.
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One of the most natural ways to describe the thermodynamics of the formation of hy-

drogen bonds is to treat this phenomenon as a reversible chemical reaction. This association

model approach (sometimes called the ERAS model2) was initially proposed to describe hy-

drogen bonding association in alcohols and polyalcohols3. In the framework of this model,

it is assumed that alcohols in the liquid state form a full range of linear chain aggregates

due to hydrogen-bonding association. It was shown that chemical equilibrium in this kind

of system is described well by two association constants, one corresponding to the formation

of a dimer (dimer association constant) and the other corresponding to addition of further

molecules to the chain (multimer association constant).

The association model of hydrogen bond formation in alcohols was later applied by

Painter and Coleman to describe the miscibility of hydrogen-bonding homopolymers3,4. They

showed that association constants measured for low molecular weight analogs of polymer seg-

ments can be used (after rescaling in order to take into account the difference between the

molar volumes of monomers and polymer segments) to describe hydrogen bonding in polymer

systems. This approach has several strengths: (i) its parameters are measurable quantities,

(ii) it treats non-hydrogen-bonding interactions and hydrogen-bonding interactions sepa-

rately, (iii) the number of hydrogen bonded contacts is not random, and (iv) it works as

an extension of the Flory-Huggins theory of polymer melts, which is the basic theoretical

platform in polymer physics5. However, as this work was focused specifically on alcohols,

hydrogen bonding in homopolymers and diblock copolymers is still often described by means

of a negative Flory-Huggins parameter6–8, 9.

Taking into account the virtues of the association model approach, it is useful to extend

it to other classes of self-associating hydrogen-bonding compounds such as amides and acids.

Here, we develop a set of association models for amides and test them by comparison with

IR absorption measurements on acrylamide solutions.

The choice of acrylamide as a system to study is motivated by the current interest in the

properties of its corresponding polymer, polyacrylamide. Polyacrylamide is a commercially
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important polymer which, in addition to its uses in chromatographic columns, soft contact

lenses and cosmetics, is now finding applications in the areas of biomaterials and smart ma-

terials research10,11. A key factor in these applications is hydrogen bonding: the acrylamide

group has both hydrogen donor and acceptor sites and can serve as a universal hydrogen

bonding agent.

In addition to the strengths of the association model listed above, we also believe that

it will yield insights into hydrogen-bonded acrylamide aggregates that would be difficult, or

even impossible, to obtain by other techniques, such as density functional theory (DFT)12,13

and molecular dynamics simulations14. DFT is a powerful tool that gives many valuable

insights into the physics of hydrogen bonding, such as the effect of the conformation and

relative positions of the molecules on the energy of the hydrogen bonding interaction. It can

also be used to investigate hydrogen-bonded clusters, and such studies have been carried out

for acetamide15,16. However, to the best of our knowledge, existing studies on acrylamide

focus on the structure and spectral features of isolated molecules and hydrogen-bonded

dimers and do not provide any information on networks of hydrogen bonds or on the entropy

of hydrogen bond formation in an ensemble of molecules.

Molecular dynamics (MD) has also been used to study hydrogen-bonded networks and,

for example, has been used to investigate liquid formamide14. However, there are questions

about the use of MD in these systems, since it was shown in the case of alcohols that molecular

dynamics simulations using common force fields do not reproduce the spectral features of

hydrogen-bonded aggregates in solution, even on a qualitative level17. Furthermore, there

is always a constraint on the size of the system in molecular dynamics simulations, which

limits the possibility of simulating the true size distribution of aggregates in solution.

The main difficulty in constructing an association model of acrylamide is that there is not

enough information about the “rules” of association and the minimal number of association

constants necessary to describe association. In the literature of the interpretation of IR data

from solutions of amides, all models that we are aware of use linear chain aggregates or
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cyclic dimers18. In the crystal phase, acrylamide is known to form two-dimensional ribbon-

like networks of hydrogen bonds19 with two bonds per oxygen, two bonds per NH2 group

and ribbons built from the double-bonding of cyclic dimers. However, we believe that, in

both the solution and the melt, the association model may be different. For example, for

relatively large acetamide clusters with aggregation numbers up to i = 1516, it was shown

by means of DFT simulations that clusters with “irregular” (as well as linear and cyclic)

structure have lower energies than clusters constructed from crystal polymorphs, and we

expect similar behavior for acrylamide.

Our strategy to deal with the this uncertainty is to develop a set of models with different

association rules. We start with models with one association constant (in other words, in all

these models we assume that all hydrogen bonds have the same energy regardless of their

position inside the aggregate). These models are then applied to interpret IR spectroscopy

data from acrylamide solutions in chloroform and determine the association constants. Next,

models with two association constants are investigated. These give better correspondence to

the bond energies in acrylamide dimers predicted by DFT12,13.

At the end of the paper, we take a first step toward the application of the association

model approach to the description of hydrogen bonding in block copolymers by calculating

the structure factor of a disordered melt of block copolymer with one hydrogen-bonding self-

associating block and one non-hydrogen-bonding block in the random phase approximation

(RPA). Next, the models and parameters determined for acrylamide are used to estimate how

the Flory-Huggins parameter that appears in the RPA formula for the structure factor of the

diblock copolymer with a polyacrylamide block is shifted by the presence of hydrogen bonds

in these systems. It should be noted that these results can be considered only as preliminary,

because, though our calculations take into account the non-randomness of hydrogen bonding

contacts, they do not take into account the non-randomness of mixing in polymer systems,

which should be accounted for in the future.
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Models with one association constant

According to one definition, a hydrogen bond is an attractive short-ranged force between a

hydrogen atom bonded to a strongly electronegative atom and another electronegative atom

with a lone pair of electrons.

C
N

H

H

O

Figure 1: Acrylamide molecule.

Acrylamide has a primary amide group (see Figure 1), which consists of an oxygen atom (a

hydrogen acceptor) and an NH2 group (a hydrogen donor). The oxygen atom can potentially

form two hydrogen bonds as it has two lone electron pairs. Since it has two hydrogens, the

NH2 group can also potentially form two bonds. However, it is also possible that the oxygen

atom will predominantly form only one bond (as in alcohols)20 or that the second hydrogen

on the NH2 group will lose its donating properties after the first hydrogen becomes bonded21.

Different rules of association produce aggregates of different architectures. If we allow only

one bond per oxygen and one bond per NH2 group, then the hydrogen-bonding association

of acrylamide molecules produces linear chains. In all other cases, branched aggregates are

produced.

From both experimental studies (for example, NMR spectroscopy) and DFT simulations

it is known that tautomerism is not present in acrylamide because imidic acid has an energy

approximately 11 kcal/mol higher than the ground state energy of the syn-isomer13, so we do

not consider the possibility of tautomerism in our models. Isomerism is also not considered,

because 95% of the molecules are in the syn-isomer state at room temperature due to the

large difference in ground state energy between the two isomers22. In all of our models, it

is also assumed that the two hydrogens are equivalent and the slight difference in electro-

negativity between them is neglected.

In this section, we consider models for which it is assumed that all hydrogen bonds have
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the same energy regardless of their position in the aggregate and that there are no cycles of

any kind. The list of models generated by these assumptions and different association rules

is presented in Table 1.

Table 1: List of models with one association constant and no cycles.

Model association rules
0 only linear dimers
1 one bond per oxygen, two bonds per NH2 group
2 two bonds per oxygen, two bonds per NH2 group
3 one bond per oxygen, one bond per NH2 group
4 two bonds per oxygen, one bond per NH2 group

In order to illustrate our calculation method, model 1 is used as an exemplar. The

calculations for all other models can be found in the supplementary materials.

In model 1, it is assumed that the rules of association can be formulated as “one bond

per oxygen, two bonds per NH2 group”. The starting assumption is that the free energy of

the solution can be written as

F = F0 + FHB, (1)

where F0 is the free energy of solution without any hydrogen bonding association of the

dissolved molecules and FHB is the contribution due to hydrogen bond formation.

If there are N acrylamide molecules in solution with M hydrogen bonds in total between

them and the energy of one hydrogen bond is ε, one can write23

FHB = Mε− kT ln
[
pMΞ

]
, (2)

where p is the probability of formation of one bond, which can be expected to be inversely

proportional to the volume of the system, so that p = C/V (where C is a constant), and Ξ

is the combinatorial number of ways to form M bonds in the system. It is worth noting that

here we implicitly use our assumption about the absence of cycles because we suppose that

the formation of each bond contributes to the statistical weight factor p, which accounts
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for the loss of entropy due to bond formation. In the case when an additional bond is

formed that leads to the creation of a cycle, the entropy loss is either absent or much smaller

because the participating molecules are already held close to each other by other bonds in

the aggregate.

The expression for Ξ in the case when one bond per oxygen and two bonds per NH2

group is allowed has the form

Ξ =
N !2M

(N −M)!

(2N − 2)!

(2N − 2−M)!

1

M !
. (3)

Here, the first factor is the number of ways to choose M acceptors for M bonds out of

N molecules, taking into account that each oxygen can form only one bond, but has two

bonding sites. The second factor is the number of ways to choose M donors for the bonds

(at this stage all atoms are treated as distinguishable) and the last factor accounts for the

indistinguishability of bonds. SinceM and N are large numbers, the −2 terms in the second

factor will be neglected.

Substituting Ξ into Equation 2, using Stirling’s formula and minimizing FHB with respect

to M yields
M

2 (N −M) (2N −M)
=
K

V
, (4)

where the equilibrium association constant K ≡ C exp
(
− ε
kT

)
has been introduced. Alter-

natively, in terms of concentrations

m

2 (n−m) (2n−m)
= K. (5)

Solving this quadratic equation with respect to m, the dependence of the free energy on the

total concentration of solution can be obtained as

FHB

kTV
= m+ n ln

[
(n−m) (2n−m)2

4n3

]
, (6)
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where

m =
1 + 6Kn−

√
1 + 12Kn+ 4K2n2

4K
. (7)

In order to couple this expression with the Flory-Huggins formula for the free energy of the

system without hydrogen bonds, it can be rewritten in terms of volume fractions as

FHBv

kTV
= φm + φ ln

[
(φ− φm) (2φ− φm)2

4φ3

]
, (8)

with

φm =
1 + 6K ′φ−

√
1 + 12K ′φ+ 4K ′2φ2

4K ′
, (9)

where v is a reference volume and K ′ = K/v is a dimensionless association constant. As the

calculation method is the same for all models, only the final expressions for the free energies

of the other models with one association constant are presented here, in Table 2. The full

derivations can be found in the Supporting Information.

Table 2: Free energies for models with one association constant.

Model FHBv/kTV φm

0 2K ′φ2
1 + φ ln φ1

φ
1+16K′φ−

√
1+32K′φ

32K′

1 & 4 φm + φ ln
[
(φ−φm)(2φ−φm)2

4φ3

]
1+6K′φ−

√
1+12K′φ+4K′2φ2

4K′

2 φm + 4φ ln
(

1− φm
2φ

)
1+4K′φ−

√
1+8K′φ

2K′

3 φm + 2φ ln
(

1− φm
φ

)
1+8K′φ−

√
1+16K′φ

8K′

Model 4 is similar to model 1 but with the roles of donors and acceptors exchanged, and

is therefore described by the same equations. However, in this model, the number of free

NH2 groups will be different from model 1, so it is considered as a separate case here.

Determination of association constants

The association constants of alcohols were previously measured by others using IR spec-

troscopy with the help of the following idea24,25. Suppose that the hydrogen-bonding sub-
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stance is dissolved in a solvent that has no specific (i.e. hydrogen bonding or strong polar)

interactions with the solute. Then, at vanishingly small concentrations of solute, peaks cor-

responding to the vibrations of the hydrogen-bonding groups in isolated molecules should

be seen. As the concentration is increased, new peaks should appear that correspond to

hydrogen-bonded states of hydrogen-bonding groups, as hydrogen bonding changes the ab-

sorption frequency of groups participating in the bond. In consequence, the dependence of

the height of the peaks corresponding to absorption by isolated molecules should have a

weaker than linear dependence on the total concentration of the solution. So, if a formula

can be found to describe how the concentration of the species corresponding to a given peak

depends on the total concentration, then the association constants can be determined by

fitting this expression to experimental results on the dependence of the peak height on the

total concentration, with the association constants treated as adjustable parameters.

This procedure is now applied to the case of solutions of acrylamide in chloroform. Chlo-

roform is chosen because it is a non-hydrogen bonding solvent that dissolves acrylamide

sufficiently well to give a good range of concentrations (compared, for example, to carbon

tetrachloride), and because it has a relatively high boiling temperature (compared, for ex-

ample, to dichloromethane), to allow the measurements to be conducted over a sufficiently

broad range of temperatures.

Figure 2 shows the changes of IR absorption by acrylamide in the range 3700 cm−1 to

3000 cm−1 as the total concentration of the solution is increased. At low concentrations, we

can see two clear peaks at 3414 cm−1 and 3530 cm−1, which are attributed to the in-phase

and out-of-phase vibrations of the NH2 group respectively12. It should be noted that, even

at the lowest concentrations we studied, there is a shoulder on the 3530 cm−1 peak, which

we are unable to assign accurately. At larger concentrations, the peaks at 3414 cm−1 and

3530 cm−1 remain, but the shoulder develops and a broad conglomerate of a number of peaks

at lower energies (to the left of 3414 cm−1) appears. It is well known that hydrogen bonding

of the donor N-H group leads to a red-shift of the N-H vibration frequency from that of the
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free group26, so all peaks that appear as the concentration of acrylamide solution increases

are assigned to absorption by NH2 groups in different hydrogen-bonded states.
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Figure 2: IR spectrum of acrylamide in chloroform at 22◦C at different concentrations fo-
cusing on the NH2 absorption region of spectrum for acrylamide.

However, one must be cautious with respect to the attribution of the 3414 cm−1 and

3530 cm−1 peaks to the “free” NH2 groups, because the bonding state of the oxygen in

the same amide group can influence the frequency of absorption. Extensive attempts to

rationalize the rules according to which hydrogen bonding affects the absorption wavelengths

in amides resulted in a conclusion that there are no universal rules and that each amide

system should be carefully studied in order to find the contributions to the shifts in each

particular case27–30. DFT simulations of hydrogen bonded aggregates of acrylamide could

potentially have shed some light on this matter, but we are not aware of any such work

in the literature, and the closest study we could find was carried out for perfluorinated

polyamides21. In their work, the shifts in absorption wavenumbers of the NH2 group in

linear and cyclic dimers and trimers were calculated. Interestingly, the shift of the out-of-

phase vibrations of the free NH2 groups in the linear dimer was calculated to be 6 cm−1

and in the linear trimer to be 15 cm−1. When applied to the spectra of acrylamide, this
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would result in a contribution of the free groups of linear dimers to the 3530 cm−1 band but

would also mean that the absorption of the free group in the trimer would lie away from this

band. Similar behavior was reported for acetamide clusters15. Consequently, based on the

available information, the following possibilities for peak attribution have been considered.

The first possibility is that the “free” peaks correspond to unimers. This assumption implies

that any bonding of oxygen in the amide group substantially shifts the absorption of the

NH2 group. The opposite possibility is that the “free” peaks correspond to the free NH2

groups regardless of the bonding state of oxygen in the same amide group. Finally, the

third possibility considered is that these peaks correspond to the absorption of the free NH2

groups in only unimers and dimers, which would correspond to the case when the shift of

absorption of a free NH2 group in a dimer is small enough to give a contribution to the

3530 cm−1 peak together with free molecules, but the shift of absorption in free NH2 groups

in larger aggregates is large enough not to give a contribution to the 3530 cm−1 peak.

Returning to model 1, one can find now the dependence of the concentration of free

molecules and free groups on the total concentration of the solution.

Let us first find the dependence of the total concentration on the concentration of free

molecules. Hydrogen bonding is described in the current work as a reversible chemical

reaction that produces a range of aggregates of different structures and sizes, and it is

assumed that all aggregates are tree-like and no cycles can be formed. In this case, the

concentration of aggregates of size i has the form ci = αiK
i−1ci1 where K is the equilibrium

association constant, c1 is the concentration of free molecules and αi is a coefficient that

depends on the size of the aggregate. With knowledge of ci, the total concentration of the

solution n and the concentration of bonds m can be calculated to be

n =
∞∑
i=1

ici = c1

∞∑
i=1

iαi (Kc1)
i−1 (10)
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and

m =
∞∑
i=1

(i− 1) ci = c1

∞∑
i=1

(i− 1)αi (Kc1)
i−1 . (11)

Next, the function

g (x) =
∞∑
i=1

αix
i (12)

is introduced, where x = Kc1; then, Km = xg′−g, K (n−m) = g andK (2n−m) = xg′+g.

Substituting these expressions into Equation 5 yields

xg′ (x)− g (x) = 2g (x) (xg′ (x) + g (x)) . (13)

The solution of this equation that remains finite as x→ 0 is31

g (x) =
expA− 4x−

√
exp 2A− 8x expA

8x
, (14)

where A is a constant determined by the boundary conditions (i.e. the value of α1, which is

put everywhere equal to 1). We can find αi by expanding Equation 14 as a Taylor series.

The general formula for αi is

αi = 2i−1 · (2i)!

i! (i+ 1)!
. (15)

The sequence βi = (2i)!
i!(i+1)!

is known as the Catalan numbers32. It is known that the Catalan

numbers represent the number of different rooted binary trees with i + 1 leaves. In the

current case, there is an additional factor of 2i−1, since each molecule apart from the root

can be added in two ways to form a bond with one of the free hydrogens as there are two

bonding sites on the oxygen. It can then be said that the physical meaning of αi is the

number of ways to compose an aggregate of size i out of i molecules. All aggregates allowed

in model 1 with size up to i = 3 are shown in Figure 3.

Substituting the expression for αi into Equation 10, a relation between the concentration
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Figure 3: Schematic representation of aggregates with size up to i = 3 in model 1.
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of free molecules and the total concentration of the solution is obtained:

n =
1− 4c1K −

√
1− 8c1K

8c1K2
√

1− 8c1K
. (16)

This expression was used to fit our IR spectroscopy data in the case where the 3530 cm−1

peak is attributed to free molecules, because in this case we simply write c1 = Ax where A

is some constant and x is a peak height.

It is straightforward to obtain from this expression a fitting equation for the case where

the peak is attributed to both free molecules and free groups in dimers. In this case Ax =

c1 + 4Kc21.

Finally, the case where the peak is attributed to free NH2 groups needs to be consid-

ered. In order to find the fitting equation, it is necessary to find the concentration of free

groups. However, the number of free groups depends on the structure of the aggregate. The

most convenient way to do these calculations is to consider the model with two association

constants determined by the bonding state of the NH2 group in the donor molecule (see Fig-

ure 4) and, after the calculations are complete, put the association constants equal to each

other. So, we will assume that the energy of the bond is ε1 in the case when a second proton

in a donor molecule is free and ε2 otherwise. For the sake of clarity, further calculations are

omitted here (these can be found in the supporting information in Section 1.6), and the final

result for the dependence of the total concentration n on the number of free groups nf is

n =
1− 4Knf + 16K2n2

f − (1− 4Knf )
√

1 + 16K2n2
f

8K2nf
. (17)

For other models all calculations can be found in the Supporting Information.

With all this information in hand, the association constants corresponding to different

models can be determined by fitting the dependence of the height of the 3530 cm−1 peak

on the total concentration of the solution. In practice, the inverse dependence n(x) will be

15



i=1, α1

i=2, α21=4

i=3, α31=16, α32=4  

ε1

ε1 ε1ε1
ε1

ε1ε1 ε1

ε1

ε1

ε1

ε1

ε1

ε1

ε1 ε1

ε1 ε1

ε1

ε1

ε1

ε1 ε1

ε1

ε1

ε1 ε1

ε1
ε1

ε1 ε1

ε1
ε1

ε1

ε1

ε1 ε1

ε1

ε2 ε2 ε2 ε2 ε2 ε2 ε2 ε2

Figure 4: Schematic representation of aggregates with size up to i = 3 in the extension of
model 1 when we assume that the energy of the bond is ε1 in the case when a second proton
in a donor molecule is free and ε2 otherwise.
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fitted for numerical convenience.

The fitting result for model 1 with the free molecules assumption is shown in Figure 5,

and the corresponding result with the free groups assumption is shown in Figure 6. The

quality of the fit is visibly better with the free molecules assumption, and this point will be

discussed in more detail below.
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Figure 5: Fitting of the dependence of the total concentration on the height of the 3530 cm−1
IR band at T = 22◦C with model 1 with the free molecules assumption.
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Figure 6: Fitting of the dependence of the total concentration on the height of the 3530 cm−1
IR band at T = 22◦C with model 1 with free groups assumption.

The results of fitting IR data at 22◦C are presented in Table 3. The first two columns

specify the number of the model and peak attribution assumption respectively. In the third

column, the values of the association constants obtained as fitting parameters are shown. In
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the fourth column, the values of the dimensionless constants are given, which were calculated

asK ′ = K/v where v = 0.0629 l/mol is the molar volume of acrylamide based on its density19.

The final column gives the values of the AICc parameter33, which characterizes the quality

of the non-linear fit34,35. It can be seen that approximately half of the models give the same

quality of fit, so based on fitting results exclusively it cannot be said which model is better.

However, attributing the peak to free molecules gives a better quality of fit than attributing

it to free groups.

Table 3: IR data fitting results with models with one association constant.

Model Peak attr. K at 22◦C, [l/mol] K ′ at 22◦C AICc at 22◦C
0 m a 2.4 38.2 -457.6
0 g b 1.36 21.6 -298.0
1 m 0.42 6.68 -503.8
1 g 2.37 37.68 -388.9
1 s c 0.65 10.30 -503.9
2 m 0.334 5.31 -502.5
2 g 1.06 16.82 -499.7
2 s 0.442 7.03 -494.2
3 m 0.42 6.68 -499.7
3 g 4.8 76.3 -457.6
3 s 1.02 16.22 -499.3
4 m 0.42 6.68 -503.8
4 g 1.332 21.18 -495.8
4 s 0.65 10.30 -503.9

a free molecules assumption b free groups assumption c assumption that 3530cm−1 peak
corresponds to free NH2 groups in unimers and dimers.

Next, the bond energies are determined from the association constants. In order to do

this, we perform our measurements and fitting procedures at several different temperatures.

Since lnK = lnC − ε
kT

by definition, ε can be determined from a plot of lnK against 1/T .

It is noteworthy that this procedure can serve as an additional test for the model, because if

the model fits the data well then lnK (1/T ) is a linear function with a negative value of the

energy of bond formation, ε < 0. Examples of such plots are shown in Figures 7 and 8 for

model 1 with the free molecules and free groups assumptions. The corresponding quantities

C ′ and ε′ for the dimensionless association constant K ′ are shown in Table 4. The first two
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columns in the table specify the model and peak attribution assumption. The third and

fourth columns give the values of lnC ′ and ε; respectively, and the values of the coefficients

of determination characterizing the quality of the fit of lnK ′ vs. 1/T are listed in the last

column.
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Figure 7: Dependence of lnK on 1/T for model 1 with the free molecules assumption.
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Figure 8: Dependence of lnK on 1/T for model 1 with the free groups assumption.

It can be seen that the absolute values of the predicted bond energies are close to

1 kcal/mol for all models. However, according to DFT calculations, the absolute value of the

bond energy in an acrylamide dimer in a vacuum can be estimated as 7 − 9 kcal/mol12,13,

which is much larger than the values obtained for one-parameter models.

In addition, one can see that, in the limit of infinite temperature, T → ∞, we have

that K ′ → C ′. Since the C ′ values are relatively large (see Table 4), K ′ > 1 for all models
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Table 4: Temperature dependence of (dimensionless) association constants and
bond energies for the ’one constant’ models.

Model Peak attr. lnC ′ ε, [kcal/mol] r2

0 m a 1.92 -1.03 0.07
0 g b 1.12 -1.15 0.75
1 m 0.63 -0.75 0.56
1 g 1.00 -1.55 0.9
1 s 1.01 -0.78 0.66
2 m 0.31 -0.8 0.79
2 g 1.61 -0.72 0.38
2 s 0.50 -0.86 0.92
3 m 0.92 -0.72 0.38
3 g 3.31 -1.03 0.07
3 s 1.57 -0.72 0.37
4 m 0.63 -0.75 0.56
4 g 1.92 -0.675 0.28
4 s 1.01 -0.78 0.66

a free molecules assumption b free groups assumption c assumption that 3530cm−1 peak
corresponds to free NH2 groups in unimers and dimers.

even at infinite temperatures. This contradicts our intuitive expectation that the strength

of hydrogen bonding substantially decreases as the temperature increases. In one of the

following sections, models with two association constants are developed, which give a better

quality of fit to the data, allowing to obtain a dimer bond energy closer to DFT predictions,

and yield physically reasonable asymptotic behavior at high temperatures.

Properties of models with one association constant

In the previous section, the concentrations of aggregates of all sizes were determined in models

with one association constant. This allows one to study some properties of the models, such

as the dependence of the total number of bonds and average size of the aggregates on the

total concentration of the solution and on the value of the association constant.

First, let us look at the dependence of the ratio of the concentration of bonds to the

concentration of molecules m/c on the value of the association constant at fixed total con-
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centration c, which is shown in Figure 9.
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Figure 9: Dependence of m/c on Kc at fixed total concentration for models with one asso-
ciation constant.

It can be seen that, for model 0, as K increases, m/c tends to a value of 0.5 in accordance

with the assumption that in this model only dimers can form. In the case of models 1, 3,

and 4, the ratio m/c tends to 1 in the limit of infinite K. This means that, in these models,

the number of bonds is always less then the number of molecules in the system. This is

explained by the fact that in all of these models molecules either have one acceptor site or

one donor site. In contrast, in model 2 there are two bonding sites of each type for each

molecule. As a result, when K > 1/c, the number of bonds becomes larger than the number

of molecules. In addition, since in an aggregate of size i without cycles the number of bonds

is always i − 1, one can immediately conclude that the assumption about the absence of

cycles is wrong when applied to model 2 with K > 1/c.

In fact, the restrictions on the applicability of our assumption of the absence of cycles

in model 2 are even stronger, because according to our calculations for this model, the total

concentration expressed as a function of concentration of unimers can be written in terms of
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a hypergeometric function as

c

c1
= 3F2

([
4

3
,
5

3
, 2

]
,

[
5

2
, 3

]
,
27Kc1

2

)
. (18)

The right-hand side of Equation 18 is defined only for |27Kc1
2
| ≤ 1 and is an increasing

function of its argument. The first of these facts means that we must have c1 ≤ 2
27K

,

and the second means that we must also have c1 ≥ c / 3F2

(
[4
3
, 5
3
, 2], [5

2
, 3], 1

)
. So, when

K > 2 3F2

(
[4
3
, 5
3
, 2], [5

2
, 3], 1

)
/27c = 3/8c, Equation 18 has no solutions. The ratio of m and

c at the maximum value of K is m/c = 2/3, so the assumption about the absence of cycles

fails when the number of bonds per molecule becomes larger than 2/3.

Another interesting property is the dependence of the average aggregate size on the

values of the association constant and concentration. The average aggregation number can

be calculated as

〈i〉 =

∑∞
i=1 ici∑∞
i=1 ci

. (19)

In Figure 10, the dependence of the average aggregation number on the value of the

dimensionless association constant with the volume fraction of acrylamide fixed to the largest

experimental volume fraction, φ = 0.022, is shown for models 0, 1, 3 and 4. Figure 11 shows

the dependence of the average aggregation number on the volume fraction of acrylamide at

association constants obtained from IR measurements for models 0m, 1m, 3m, and 4g. For

all models, 〈i〉 monotonically increases as K ′ and φ increase, and, as expected, 〈i〉 grows

more quickly for models 1 and 4 than for model 3.

In the case of model 2, at a fixed value of the concentration there is a maximum value

of the association constant above which our assumption about the absence of cycles does

not work. Correspondingly, for each value of the association constant, there is a maximum

concentration of acrylamide above which model 2 again is not applicable. Within the regime

where the model is valid, the average aggregation number is an increasing function of concen-

tration and the association constant and reaches its maximum value of 3 when Kc1 = 2/27.
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Figure 10: Dependence of 〈i〉 on the value of the dimensionless association constant at volume
fraction of acrylamide fixed to the largest experimental volume fraction, φ = 0.022.
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Figure 11: Dependence of 〈i〉 on the volume fraction of acrylamide with association constant
determined from fitting IR data at T = 22◦C.
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This behavior is illustrated in Figure 12, which shows the dependence of the average ag-

gregation number in model 2 on the volume fraction of acrylamide at a fixed value of the

association constant.
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Figure 12: Dependence of 〈i〉 on volume fraction of acrylamide with association constant
determined from fit of IR data at T = 22◦C for model 2m.

Models with two association constants

In this section, we consider models in which association is characterized by two association

constants. As in the case of alcohols, these constants depend on the bonding state of the other

groups belonging to the molecule forming a given hydrogen bond. Again, it is assumed that

cycles cannot form. Here only two-constant extensions of models 1, 3 and 4 are constructed.

Model 2 has not been considered here, as this case requires significant additional study36.

The list of models with two association constants is presented in Table 5 and the rules

for how the energy of a bond depends on its location are illustrated in Figure 13.

All of these cases can be treated analytically and calculations can be found in the Sup-

porting Information. Here, just tables (see Tables 6 and 7) of the values of the association
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Figure 13: Two-parameter models.
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Table 5: List of models with two association constants and no cycles.

Model Association rules
5 one bond per oxygen, two bonds per NH2 group,

energy of hydrogen bond is determined by the bonding state
of the neighbor hydrogen in NH2 group of the donor molecule

6 one bond per oxygen, two bonds per NH2 group,
energy of hydrogen bond is determined by the bonding state
of acceptor in donor molecule

7 one bond per oxygen, two bonds per NH2 group,
energy of hydrogen bond is determined by the bonding state
of the NH2 group in acceptor molecule

8 one bond per oxygen, one bond per NH2 group,
bond energy is determined by bonding state of acceptor in donor molecule
or bond energy is determined by bonding state of donor in acceptor molecule
(both definitions give equivalent results)

9 two bonds per oxygen, one bond per NH2 group,
bond energy depends on bonding state of acceptor in acceptor molecule

10 two bonds per oxygen, one bond per NH2 group,
bond energy depends on bonding state of NH2 group in acceptor molecule

11 two bonds per oxygen, one bond per NH2 group,
bond energy depends on bonding state of oxygen group in donor molecule

constants for these models are shown.

The first thing to note is that the quality of fitting increases as we turn to models with

two association constants. Based on the combination of AICc and r2i for the fits of c (x)

and lnKi (1/T ), we can conclude that models 6s (and the equivalent model 10s), 8s and

10g are good. All of these models give the value of the bond energy in a dimer as about

6 − 8 kcal/mol, which corresponds much more closely to the values calculated by DFT12,13

discussed earlier. Another important property of these models is that the values they give

for both C1 and C2 are smaller than those found for one-constant models. So, in the limit

of infinite temperature, the association constants K1 and K2 will have smaller values.

Fitting also shows that model 5, which includes the assumption that bonding energy is

fixed by the bonding state of the neighbor hydrogen in the NH2 group, is poor. It means that

either the bonding state of one hydrogen does not affect the bonding of its neighbor hydrogen

(implying that model 5 reduces to model 1) or that the bonding of one of the hydrogens in
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Table 6: IR data fitting results with models with two association constant at
22◦C.

Model Peak attr. K1, [l/mol] K ′1 K2, [l/mol] K ′2 AICc
5 m 0.38 6.04 0.49 7.79 -501.7
5 g no good convergence
5 s 0.69 11.0 0.61 9.7 -501.7
6 m 0.38 6.09 0.44 7.0 -501.7
6 g 0.27 4.29 1.05 16.69 -493.9
6 s 0.72 11.45 0.69 10.92 -501.7
7 m 0.38 6.04 0.45 7.15 -501.7
7 g 0.29 4.54 1.24 19.7 -497.4
7 s 0.74 11.8 0.68 10.8 -501.7
8 m 0.35 5.56 0.61 9.7 -501.5
8 g 0.33 5.24 1.36 21.54 -499.5
8 s 0.56 8.9 0.9 14.3 -501.4
9 m 0.38 6.07 0.49 7.73 -501.7
9 g 0.51 8.11 1.38 21.94 -501.3
9 s 0.70 11.05 0.61 9.70 -501.7
10 m 0.38 6.09 0.44 6.93 -501.7
10 g 0.67 10.59 1.01 16.06 -501.1
10 s 0.72 11.49 0.69 10.92 -501.7
11 m 0.38 6.04 0.45 7.09 -501.7
11 g no good convergence
11 s 0.74 11.7 0.68 10.81 -501.7
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Table 7: Temperature dependence of (dimensionless) association constants and
bond energies for models with two association constants.

Model Peak attr. lnC ′1 ε1, [kcal/mol] r21 lnC ′2 ε2, [kcal/mol] r22
5 m -16.8 -11 0.76 6.2 2.4 0.73
5 g no good convergence
5 s -18.7 -12.5 0.76 4.7 1.3 0.56
6 m -7.2 -5.2 0.91 2.2 0.1 0.03
6 g -8.7 -5.9 0.71 -1.0 -2.2 0.90
6 s -9.1 -6.7 0.91 -0.4 -1.6 0.95
7 m -8.9 -6.2 0.9 4.1 1.2 0.62
7 g -9.6 -6.5 0.8 -0.13 -1.8 0.95
7 s -11.6 -8.2 0.9 1.29 -0.6 0.7
8 m -9.5 -6.6 0.89 2.85 0.3 0.18
8 g -10.8 -7.3 0.83 -0.39 -2 0.95
8 s -11.4 -7.9 0.88 0.37 -1.3 0.93
9 m -16.8 -11 0.76 6.2 2.4 0.73
9 g no good convergence at higher temperatures
9 s -18.7 -12.5 0.76 4.7 1.3 0.56
10 m -7.2 -5.2 0.91 2.2 0.1 0.03
10 g -8.5 -6.3 0.9 -1.41 -2.4 0.95
10 s -9.1 -6.7 0.91 -0.4 -1.6 0.95
11 m -8.9 -6.2 0.9 4.1 1.2 0.61
11 g no good convergence
11 s -11.6 -8.2 0.9 1.29 -0.6 0.69
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the NH2 group leads to the complete loss of the donor properties of the second hydrogen (so

that model 5 reduces to model 3). The same observation applies to the hydrogen bonding

sites on oxygen in model 9 which reduces either to model 4 or to model 3.

Similar conclusions can be made with regard to the pair of models 7 and 11, because

they show worse fitting results than models 6, 8 and 10. As a result, it can be concluded

that the assumption that there are only one or two bonds with energy ε1 at the “top” of

each aggregate and all other bonds have energy ε2 is the most probable one according to the

fitting results.

It is interesting to note that, in all cases, the value of ε2 is smaller than the value of ε1, so

the formation of the initial dimer is a more energetically favorable process than the addition

of subsequent acrylamide molecules to the aggregate. It is also interesting to note that this

difference is much larger than in the similar situations in alcohols3.

We also can see that there is a contradiction with DFT calculations on formamide and

acetamide linear clusters, which predict that the energy per bond increases with the growth

of the size of the linear cluster15,37. However, as both approaches involve their own approx-

imations, additional study is needed to understand the reasons for this discrepancy.

Structure factor of diblock copolymer with hydrogen bond-

ing block in a disordered state

Hydrogen-bonding block copolymers are exploited in various areas of polymer science38–40.

For example, it was recently proposed to use block copolymers with one hydrogen-bonding

block and one non-hydrogen-bonding block for lithographic applications since these block

copolymer systems possess an enhanced tendency to separation41,42. The physical reason

for this is the fact that in order to mix a non-hydrogen-bonding block and a hydrogen-

bonding block one needs to break the network of hydrogen bonds, which is energetically

expensive. Usually, interactions in such systems are characterized by a single Flory-Huggins
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parameter6–8,41,42, which is determined by means of fitting the scattering function of a diblock

copolymer melt in a disordered state with the theoretical expression depending on χ. Here,

we add a short discussion of a scattering function calculation for a diblock copolymer with one

hydrogen-bonding and one non-hydrogen-bonding block in a random mixing approximation

as a starting point for further developments and as a simple illustration of the fact that

the models of hydrogen bonding that do not take into account the non-randomness of the

number of contacts between hydrogen bonding segments are inadequate.

According to one of the basic assumptions of the association model approach, the hydrogen-

bonding contribution can be isolated from all other contributions to the free energy, so we

have F = F0 + FHB where F0 is the free energy of the system (of total volume V ) without

hydrogen bonds and FHB is the contribution due to hydrogen bonding. Then, the scattering

function in the disordered state in the RPA5,43, or in other words in the random mixing

approximation, takes the form

S−1 (k) = S−10 (k) +
d2fHB (f)

dφ2
B

=
g (x, 1)

Ndet (S)
− 2

(
χ− 1

2

d2fHB (f)

dφ2
B

)
(20)

χeff = χ− 1

2

d2fHB (f)

dφ2
B

(21)

where5 S−10 (k) is the inverse scattering function of the block copolymer without hydrogen

bonds and d2fHB(f)

dφ2B
is always negative. So, one can see that in the system with a hydrogen-

bonding block the value of χeff determined by means of fitting a scattering function with the

regular expression S−10 (k) will consist of two contributions, the first one, χ, describing non-

specific interactions, and the second one, δχHB (f), describing the contribution of hydrogen

bonds and depending on the volume fraction of the hydrogen-bonding block. This also means

that the value of the Flory-Huggins parameter, χeff, determined in scattering experiments

cannot be used to describe interactions in diblock copolymers with hydrogen bonds in the

form χeffφ (1− φ) and the initial expression F/kTV = χφ (1− φ) + fHB (φ) should be used

instead.
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In general, δχHB (f) = −1
2
d2fHB(f)

dφ2B
can be determined separately if the association con-

stants for the hydrogen-bonding block are known44. Calculations of δχHB in the random

mixing approximation for acrylamide can be found in the Supporting Information.

The assumption that mixing is, in general, random for polymer systems is not true and

several ideas have been proposed to address it in different areas of polymer theory45–47.

Painter, Veytsman and Coleman also proposed an approach to this problem for mixtures

of hydrogen-bonding homopolymers47. For hydrogen-bonding block copolymers, the non-

randomness of mixing also must be taken into account, however here we have considered

only the random mixing approximation as a starting point for further discussion.

Conclusion

In this work, an extension of the association model approach was developed in order to

describe the association of molecules with two hydrogen acceptor and two hydrogen donor

sites. Models with one association constant were considered, in which it is supposed that all

bonds have the same energy, and models with two association constants, in which the bond

energy is determined by the local hydrogen-bonding environment.

These models are used to fit FTIR experimental data on solutions of acrylamide in

chloroform in order to determine the association constants and their temperature dependence

for acrylamide, and it was found that several models give the same quality of fitting of

experimental data. However, models with two association constants in general give better

fits than models with one association constant. Moreover, the bond energies in hydrogen

bonding dimers for two-constant models are close to the predictions of DFT calculations,

which is not the case in one-constant models.

It was also found that, in systems in which two bonds per acceptor site and two bonds

per donor site are allowed (such as water), the assumption that cycles are absent ceases to

be valid at small concentrations of the hydrogen-bonding substance and there is no non-
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cyclic solution of the model when the ratio between the number of bonds and number of

molecules is larger than 2/3. Interestingly, the largest average aggregation number possible

in this model is equal to 3. Based on this result, one can conclude that in such substances

as acrylamide taking into account formation of cycles is essential.

Finally, the structure factor of a disordered state of diblock copolymer with one hydrogen-

bonding block and one non-hydrogen-bonding block was calculated in the random phase

approximation. We showed that the presence of hydrogen bonds shifts the value of the

Flory-Huggins parameter that appears in the expression for the inverse scattering function,

and that this shifted value depends on the volume fraction of the hydrogen bonding block,

χeff = χ + δχHB (f). It also implies that a χ parameter determined solely from scattering

experiments cannot be used to describe interactions in hydrogen-bonding systems.

Experimental

The FTIR experiments were conducted on a Frontier Perkin Elmer spectrometer. A Specac

heatable sealed liquid cell with path length 1mm and NaCl windows was used. Acrylamide

(≥ 99%) and chloroform (anhydrous, stabilized by amylenes, ≥ 99.8%) were purchased from

Sigma Aldrich.
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